
SILANES CROSS-REFERENCE GUIDE

ISO9001  ISO14001 certificated
Power Chemical Corporation.  www.PCC.asia, www.SiSiB.com.

SiSiB Code Chemical Name CAS # EINECS Momentive Dow Corning Wacker Evonik Degussa ShinEtsu Chisso PCC

SiSiB® PC 1100 Aminopropyltriethoxysilane [919-30-2] 213-048-4 Silquest* A-1100 Z-6011
AZ-720 Geniosil® GF 93 Dynasylan® AMEO

VP Si 251 KBE903 S330 SiSiB® PC1100

SiSiB® PC 1106 Hydrolysate of 3-Aminopropyltriethoxysilane [58160-99-9] 261-145-5 Silquest* A-1106 Dynasylan® 1151 SiSiB® PC1106

SiSiB® PC 1108 Bis[(3-triethoxysilyl)propyl]amine [13497-18-2] 23-818-1 Dynasylan® 1122 SiSiB® PC1108

SiSiB® PC 1110 Aminopropyltrimethoxysilane [13822-56-5] 237-511-5 Silquest* A-1110 Z-6610 Geniosil® GF 96 Dynasylan® AMMO KBM903 SiSiB® PC1110

SiSiB® PC 1118 Bis[(3-trimethoxysilyl)propyl]amine [82985-35-1] 240-084-5 Silquest* A-1170 Dynasylan® 1124 SiSiB® PC1118

SiSiB® PC 1120 Aminopropylmethyldiethoxysilane [3179-76-8] 221-660-8 Z-6015 Dynasylan® 1505 SiSiB® PC1120

SiSiB® PC 1200 Aminoethylaminopropyltrimethoxysilane [1760-24-3] 217-164-6 Silquest* A-1120 Z-6020
Z-6094 Geniosil® GF 91 Dynasylan® DAMO KBM603 S320 SiSiB® PC1200

SiSiB® PC 1210 Aminoethylaminopropyltriethoxysilane [5089-72-5] 225-806-1 Z-6021 KBE603 SiSiB® PC1210

SiSiB® PC 1220 Aminoethylaminopropylmethyldimethoxysilane [3069-29-2] 221-336-6 Silquest* A-2120 1-6436
Z-6023 Geniosil® GF 95  Dynasylan® 1411 KBM602 S310 SiSiB® PC1220

SiSiB® PC 1300 Diethylenetriaminopropyltrimethoxysilane [35141-30-1] 252-390-9 Silquest* A-1130 AY43-009 Dynasylan® TRIAMO SiSiB® PC1300

SiSiB® PC 1710 Phenylaminomethyltrimethoxysilane [77855-73-3] N.A. Geniosil® XL 973 SiSiB® PC1710

SiSiB® PC 1730 3-(N-Phenylamino)propyltrimethoxysilane [3068-76-6] 221-328-2 Silquest* Y-9669 SZ-6083
Z-6883 KBM573 SiSiB® PC1730

SiSiB® PC 2000 Bis(triethoxysilylpropyl)tetrasulfide [40372-72-3] 254-896-5 Silquest* A-1289 Z-6940 Si 69 KBE846 SiSiB® PC2000

SiSiB® PC 2000B Mixture of Bis(triethoxysilylpropyl)tetrasulfide
and Carbon black N.A. N.A. Z-6945 X50-S SiSiB® PC2000B

SiSiB® PC 2200 Bis(triethoxysilylpropyl)disulfide [56706-10-6] 260-350-7 Silquest* A-1589 Z-6920 VP Si 75 SiSiB® PC2200

SiSiB® PC 2200B Mixture of Bis(triethoxysilylpropyl)disulfide
and Carbon black N.A. N.A. Z-6925 SiSiB® PC2200B

SiSiB® PC 2300 Mercaptopropyltrimethoxysilane [4420-74-0] 224-588-5 Silquest* A-189 Z-6062 Geniosil® GF 70 Dynasylan® MTMO
VP Si 163 KBM803 S810 SiSiB® PC2300

SiSiB® PC 2310 Mercaptopropyltriethoxysilane [14814-09-6] 238-883-1 Silquest* A-1891 Z-6910
Z-6911 SiSiB® PC2310

SiSiB® PC 2320 Mercaptopropylmethyldimethoxysilane [31001-77-1] 250-426-8 AY43-062 Dynasylan® 3403 KBM802 SiSiB® PC2320

SiSiB® PC 2510 3-Ureidopropyltrimethoxysilane [23843-64-3] 245-904-8 Silquest* A-1524 Geniosil® GF 98 SiSiB® PC2510

SiSiB® PC 2520 3-Ureidopropyltriethoxysilane [23779-32-0] 245-876-7 Z-6801
Z-6675(92%) SiSiB® PC2520

SiSiB® PC 2521 3-Ureidopropyltriethoxysilane (50% in Methanol) [116912-64-2] N.A. Silquest* A-1160 Z-6676 Dynasylan® 2201 KBE585 SiSiB® PC2521

SiSiB® PC 2640 3-Thiocyanatopropyltriethoxysilane [34708-08-2] 252-161-3 Si 264 SiSiB® PC2640
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SiSiB® PC 2710 3-Isocyanatopropyltrimethoxysilane [15396-00-6] 239-415-9 Silquest* A-Link 35
Silquest* Y-5187 Geniosil® GF 40 SiSiB® PC2710

SiSiB® PC 2720 3-Isocyanatopropyltriethoxysilane [24801-88-5] 246-467-6 Silquest* A-1310
Silquest* A-Link 25 KBE9007 SiSiB® PC2720

SiSiB® PC 3100 Glycidoxypropyltrimethoxysilane [2530-83-8] 219-784-9 Silquest* A-187 Z-6040 Geniosil® GF 80 Dynasylan® GLYMO KBM403 S510 SiSiB® PC3100

SiSiB® PC 3200 Glycidoxypropyltriethoxysilane [2602-34-8] 220-011-6 Silquest* A-1871 Z-6041 Geniosil® GF 82 Dynasylan® GLYEO KBE403 SiSiB® PC3200

SiSiB® PC 3300 Glycidoxypropylmethyldiethoxysilane [2897-60-1] 220-780-8 WetLink 78
CoatSil 2287 Z-6042 KBE402 SiSiB® PC3300

SiSiB® PC 3400 Glycidoxypropylmethyldimethoxysilane [65799-47-5] 265-929-8 Z-6044 S520 SiSiB® PC3400

SiSiB® PC 3500 2-(3,4-epoxycyclohexyl)-ethyltrimethoxysilane [3388-04-3] 222-217-1 Silquest* A-186 Z-6043 KBM303 SiSiB® PC3500

SiSiB® PC 3510 2-(3,4-epoxycyclohexyl)-ethyltriethoxysilane [10217-34-2] 425-050-4 CoatSil 1770 SiSiB® PC3510

SiSiB® PC 4100 Methacryloxypropyltrimethoxysilane [2530-85-0] 219-785-8 Silquest* A-174 Z-6030 Geniosil® GF 31 Dynasylan® MEMO
VP Si 123 KBM503 S710 SiSiB® PC4100

SiSiB® PC 4200 Methacryloxypropyltriethoxysilane [21142-29-0] 244-239-0 Silquest* Y-11878 Z-6036 KBE503 SiSiB® PC4200

SiSiB® PC 4300 Methacryloxypropylmethyldimethoxysilane [14513-34-9] 238-518-6 Z-6033 KBM502 SiSiB® PC4300

SiSiB® PC 5011 Chloropropyltrimethoxysilane [2530-87-2] 219-787-9 Z-6076 KBM703 SiSiB® PC5011

SiSiB® PC 5012 Chloropropyltriethoxysilane [5089-70-3] 225-805-6 Z-6376 Si 230 KBM704 SiSiB® PC5012

SiSiB® PC 5131 Methyltrimethoxysilane [1185-55-3] 214-685-0 Silquest* A-1630
Z-6070
Z-6366
Z-2298

M1-TRIMETHOXY Dynasylan® MTMS KBM13 SiSiB® PC5131

SiSiB® PC 5132 Methyltriethoxysilane [2031-67-6] 217-983-9 Silquest* A-162 Z-6383
Z-6370 M1-TRIETHOXY Dynasylan® MTES KBE13 SiSiB® PC5132

SiSiB® PC 5221 Dimethyldimethoxysilane [1112-39-6] 214-189-4
Z-6194
Z-6329

AY43-004
M2-DIMETHOXY KBM22 SiSiB® PC5221

SiSiB® PC 5222 Dimethyldiethoxysilane [78-62-6] 201-127-6 1-6509
SZ-6078 M2-DIETHOXY SiSiB® PC5222

SiSiB® PC 5410 Tetramethoxysilane [681-84-5] 211-656-4 Dynasylan® M KBM04 SiSiB® PC5410

SiSiB® PC 5420 Tetraethoxysilane [78-10-4] 201-083-8 Silquest* TEOS Z-6697
AY43-005 SILICATE TES 28 Dynasylan® A KBE04 SiSiB® PC5420

SiSiB® PC 5424 Ethyl polysilicate 40 [11099-06-2]
[68412-37-3]

234-324-0
270-184-7 Silquest* TEOS-40 SILICATE TES 40 Dynasylan® 40 SiSiB® PC5424

SiSiB® PC 5430 Tetrapropoxysilane [682-01-9] 211-659-0 Dynasylan P SiSiB® PC5430
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SiSiB® PC 5460 Tetrabutylglycol silicate [18765-38-3] 242-560-0 Dynasylan® BG SiSiB® PC5460

SiSiB® PC 5515 Chloromethyltrimethylsilane [2344-80-1] 219-058-5 CMM3 Dynasylan® CMTMS
CC 3285 SiSiB® PC5515

SiSiB® PC 5520 (Chloromethyl)-methyl-dichlorosilane [1558-33-4] 216-319-5 CMM1 SiSiB® PC5520

SiSiB® PC 5540 Chloromethyldimethylchlorosilane [1719-57-9] 217-006-6 CMM2 SiSiB® PC5540

SiSiB® PC 5603 Triethylsilane [617-86-7] 210-535-3 Dynasylan® TES
CT2523 SiSiB® PC5603

SiSiB® PC 5620 Triethylchlorosilane [994-30-9] 213-615-6 SILANE E3 Dynasylan® TECS
CT2520 SiSiB® PC5620

SiSiB® PC 5710 Tertbutyldimethylchlorosilane [18162-48-6] 242-042-4 TBMS TBM2 SiSiB® PC5710

SiSiB® PC 5861 Hexadecyltrimethoxysilane [16415-12-6] 240-464-3 25013 VP Dynasylan® 9116 SiSiB® PC5861

SiSiB® PC 5862 Hexadecyltriethoxysilane [16415-13-7] 240-465-9 Dynasylan® 9216 SiSiB® PC5862

SiSiB® PC 5902 n-Octyltriethoxysilane [2943-75-1] 220-941-2 Silquest* A-137 Z-6341 Dynasylan® OCTEO
VP Si 208 SiSiB® PC5902

SiSiB® PC 5931 Propyltrimethoxysilane [1067-25-0] 213-926-7 Eurenor 5025 Z-6265
Z-6264

PSX5373
Dynasylan® PTMO KBM3033 SiSiB® PC5931

SiSiB® PC 5932 Propyltriethoxysilane [2550-02-9] 219-842-7 1-6535
AY43-203E

Dynasylan® PTEO
VP Si 203 KBE3033 SiSiB® PC5932

SiSiB® PC 5951 isobutyltrimethoxysilane [18395-30-7] 242-272-5 Z-2306
1-6481 IO-TRIMETHOXY Dynasylan® IBTMO SiSiB® PC5951

SiSiB® PC 5952 isobutyltriethoxysilane [17980-47-1] 402-810-3
ELINCS Z-6403 Dynasylan® IBTEO SiSiB® PC5952

SiSiB® PC 6100 Vinyltrichlorosilane [75-94-5] 200-917-8 Z-2380 Dynasylan® VTC KA1003 SiSiB® PC6100

SiSiB® PC 6110 Vinyltrimethoxysilane [2768-02-7] 220-449-8 Silquest* A-171 Z-6300 Geniosil® XL 10 Dynasylan® VTMO KBM1003 S210 SiSiB® PC6110

SiSiB® PC 6120 Vinyltriethoxysilane [78-08-0] 201-081-7 Silquest* A-151 Z-6518
AY43-010 Geniosil® GF 56 Dynasylan® VTEO KBE1003 S220 SiSiB® PC6120

SiSiB® PC 6130 Vinyltris(2-methoxyethoxy)silane [1067-53-4] 213-934-0 Silquest* A-172 Geniosil® GF 58 Dynasylan® VTMOEO SiSiB® PC6130

SiSiB® PC 6200 Vinyldimethylchlorosilane [1719-58-0] 217-007-1 Z-1232 SiSiB® PC6200

SiSiB® PC 6300 Vinylmethyldichlorosilane [124-70-9] 204-710-3 Z-1227 SiSiB® PC6300

SiSiB® PC 6310 Vinylmethyldimethoxysilane [16753-62-1] 240-816-6 Silquest* A-2171 Z-2349 Geniosil® XL 12 SiSiB® PC6310

SiSiB® PC 7130 Methyltris(methylethylketoxime)silane (MOS) [22984-54-9] 245-366-4 Z-9075 SiSiB® PC7130

SiSiB® PC 7930 Methyltriacetoxysilane [4253-34-3] 224-221-9 ES 15 SiSiB® PC7930
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SiSiB® PC 7950 Ethyltriacetoxysilane [17689-77-9] 241-677-4 3-7110 ES 23 SiSiB® PC7950

SiSiB® PC 7960 Vinyltriacetoxysilane [4130-08-9] 223-943-1 Z-6075 Geniosil® GF 62 SiSiB® PC7960

SiSiB® PC 8130 Phenyltrichlorosilane [98-13-5] 202-640-8 Z-1216 KA103 SiSiB® PC8130

SiSiB® PC 8131 Phenyltrimethoxysilane [2996-92-1] 221-066-9 Silquest* A-153 Z-6124
Z-6071

Dynasylan® 9165
CP 0330 KBM103 SiSiB® PC8131

SiSiB® PC 8132 Phenyltriethoxysilane [780-69-8] 212-305-8 Z-9805 P-TRIETHOXY Dynasylan® 9265
CP 0320 KBE103 SiSiB® PC8132

SiSiB® PC 8220 Diphenyldichlorosilane [80-10-4] 201-251-0 Z-1223 KA202 SiSiB® PC8220

SiSiB® PC 8221 Diphenyldimethoxysilane [6843-66-9] 229-929-1 AY43-047
Z-6047 CD 6010  DS 6010 KBM202SS SiSiB® PC8221

SiSiB® PC 8222 Diphenyldiethoxysilane [2553-19-7] 219-860-5 1-6533 KBE202 SiSiB® PC8222

SiSiB® PC 8610 Phenylmethyldichlorosilane [149-74-6] 205-746-2 Z-1221 SILANE PM SiSiB® PC8610

SiSiB® PC 8710 Tertbutyldiphenylchlorosilane [58479-61-1] 261-282-0 SILANE TBP2 SiSiB® PC8710

SiSiB® PC 9100 Octamethylcyclotetrasiloxane(D4) [556-67-2] 209-136-7 SEMICOSIL 8MCTS SiSiB® PC9100

SiSiB® PC 9110 Tetramethyltetravinylcyclotetrasiloxane [2554-06-5] 219-863-1 1-2287 SiSiB® PC9110

SiSiB® PC 9210 Hexamethyldisilazane(HMDS) [999-97-3] 213-668-5 Silquest* A-166 Z-6079 Dynasylan® HMDS HMDS3 SiSiB® PC9210

SiSiB® PC 9235 N,O-Bis(trimethylsilyl)acetamide (BSA) [10416-59-8] 233-892-7 Dynasylan® BSA SiSiB® PC9235

SiSiB® PC 9400 Tetramethyldisiloxane [3277-26-7] 221-906-4 Siloxane HSi2 SiSiB® PC9400

SiSiB® PC 9401 Tetramethyldivinyldisiloxane [2627-95-4] 220-099-6 CD 6210 SiSiB® PC9401

SiSiB® PC 9500 Cyclohexylmethyldimethoxysilane [17865-32-6] 402-140-1
ELINCS Eurenor 5026 Z-6187 CHM-DIMETHOXY PSX854  DS9407 SiSiB® PC9500

SiSiB® PC 9510 Diisobutyldimethoxysilane [17980-32-4] N.A. Eurenor 5022 Z-6275 PSX822  DS9422 SiSiB® PC9510

SiSiB® PC 9520 Diisopropyldimethoxysilane [18230-61-0] N.A. Eurenor 5021 Z-6258 PSX872  DS9421 SiSiB® PC9520

SiSiB® PC 9530 Dicyclopentyldimethoxysilane [126990-35-0] 404-370-8
ELINCS Eurenor 5023 Z-6228 PSX5301  DS9415 SiSiB® PC9530

SiSiB® PC 9540 isobutylisopropyldimethoxysilane [111439-76-0] 402-580-4
ELINCS Eurenor 5020 PSX5305  DS9405 SiSiB® PC9540

SiSiB® PC 9751 1H,1H,2H,2H-Perfluorodecyltrimethoxysilane
Heptadecafluorodecyltrimethoxysilane [83048-65-1] N.A. KBM7803 SiSiB® PC9751


	对照表公开

